
Test Report 

(Special Conductive Carbon Black)

Detection items Indicator value Measured value 

Iodine value g/kg ≥80 110 

Resistance Ω. M≤ ≤3.5 3.2 

PH value 6-8 8.0 

Heating loss % ≤0.5 0.3 

Ash content % ≤0.3 0.12 

DBP absorption value ≥118 122 

Impurity None None 


